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Category:     80107 - Rubberized coatings

Chemical Name CAS Number

Propane 74-98-6

Acetone 67-64-1

Toluene 108-88-3

n-Butane 106-97-8

Hydrocarbon Solvent,  BIN 11

Methyl Amyl Ketone 1330-20-7

Hydrocarbon Solvent,  BIN 6

Butyl Acetate 123-86-4

Hydrocarbon Solvent,  BIN 2

Methyl Acetate 79-20-9

Hydrocarbon Solvent,  BIN 21

Hydrocarbon Solvent,  BIN 12

Hydrocarbon Solvent,  BIN 10

Isobutane 75-28-5

Hydrocarbon Solvent,  BIN 15

Propylene Glycol n-Butyl Ether 5131-66-8

Hydrocarbon Solvent,  BIN 4

Note: ROCs listed comprise approximately 95% of the total ROCs by weight for this category
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