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Table 1
Phase 1 and Phase 2 Formaldehyde Emission Standards for Hardwood Plywood
(HWPW), Particleboard (PB), and Medium Density Fiberboard (MDF)
--- Phase 1 and Phase 2 Emission Standards (ppm ) ---
HWPW - VC HWPW-CC PB MDF Thin MDF

Effective
Date .

CARB Industry CARB Industry CARB Industry | CARB | Industry | CARB | Industry

Staff Staft Staff Staff Staft

1-1-2009 0.08 0.08 0.18 0.18 0.21 0.21 0.21 0.21
7-1-2009 0.08 0.09
1-1-2010 0.05
1-1-2011 0.06 (.09 0.10 0.11 0.13
1-1-2012 0.13 0.15
7-1-2012 0.05 0.07
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